6

papers

6

all docs

1684188

466 5
citations h-index
6 6
docs citations times ranked

2053705

g-index

541

citing authors



ARTICLE

Compressive strength and degree of reaction of biomass- and fly ash-based geopolymer. Construction
and Building Materials, 2010, 24, 236-240.
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Use of phase change material to improve thermal properties of lightweight geopolymer panel.
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Properties of Steel Fiber Reinforced Geopolymer. Key Engineering Materials, 0, 659, 143-148.
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