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ARTICLE

Analysis of changes in lattice parameter of a grade 91 steel during thermal ageing at 5504€ A°C.
Engineering Failure Analysis, 2019, 97, 43-52.

Evolution Mechanisms of T91 Steel in Subcritical Conditions and Role of anAlnternal Oxidation Zone.

Oxidation of Metals, 2018, 90, 291-315.

Microstructure evolution and corrosion behaviour of an ASTM A213 T91 tube after long term creep

exposure. Engineering Failure Analysis, 2017, 79, 575-591.
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