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ARTICLE

BEM ANALYSIS OF MIXED-MODE CRACK PROPAGATION DUE TO CORROSION OF REINFORCEMENT IN

CONCRETE. Doboku Gakkai Ronbunshu, 2002, 2002, 271-280.

CRACKING MECHANISMS DUE TO CORROSION IN CONCRETE IDENTIFIED BYAE AND BEM. Doboku Gakkai
Ronbunshu, 2004, 2004, 261-268.
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