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129 rmbeddedUatomUmethodHfunctionsHforHtheHfccHmetalsHpuTHngTHnuTHNiTH“dTH“tTHandHtheirHalloysVH
PhysicaliReviewiBTH1986TH]]THdfe]UdffZ 3.3 3562

128 ¯heHembeddedUatomHmethodgHaHreviewHofHtheoryHandHapplicationsVHMaterialsiScienceiandi
EngineeringiReportsTH1993THfTH[bZU]ZX 1177

127 palculationHofHtheHsurfaceHsegregationHofHNiUpuHalloysHwithHtheHuseHofHtheHembeddedUatomHmethodVH
PhysicaliReviewiBTH1985TH][THdcebUdcf] 3.3 463

126 —urveyHofHcomputedHgrainHboundaryHpropertiesHinHfaceUcenteredHcubicHmetalsgHvVHtrainHboundaryH
energyVHActaiMaterialiaTH2009THbdTH]cfaU]dX] 8.4 416

125 —urfaceHstepHeffectsHonHnanoindentationVHPhysicaliReviewiLettersTH2001THedTHZcbbXd 7.4 382

124 npplicationHofHtheHembeddedUatomHmethodHtoHliquidHtransitionHmetalsVHPhysicaliReviewiBTH1985TH][TH]aXfU]aZb3.3 368

123 npplicationHofHtheHembeddedHatomHmethodHtoHNi]nlVHJournaliofiMaterialsiResearchTH1987TH[THbUZb 2.5 335

122 —olutionsHofHtheHreferenceUhypernettedUchainHequationHwithHminimizedHfreeHenergyVHPhysicaliReviewi
ATH1983TH[eTH[]daU[]df 2.6 290

121 —elfUdiffusionHandHimpurityHdiffusionHofHfccHmetalsHusingHtheHfiveUfrequencyHmodelHandHtheH
rmbeddedHntomHzethodVHJournaliofiMaterialsiResearchTH1989THaTHZX[UZZ[ 2.5 283

120 —urveyHofHcomputedHgrainHboundaryHpropertiesHinHfaceUcenteredHcubicHmetalsâ��vvgHtrainHboundaryH
mobilityVHActaiMaterialiaTH2009THbdTH]dXaU]dZ] 8.4 249

119 pomputingHtheHmobilityHofHgrainHboundariesVHNatureiMaterialsTH2006THbTHZ[aUd 27 197

118 ¯hermodynamicHpropertiesHofHfccHtransitionHmetalsHasHcalculatedHwithHtheHembeddedUatomHmethodVH
PhysicaliReviewiBTH1989THaXTHbfXfUbfZb 3.3 195

117 uowHgrainHgrowthHstopsgHaHmechanismHforHgrainUgrowthHstagnationHinHpureHmaterialsVHScienceTH2010TH
][eTHZZ]eUaZ 33.3 180

116 OrderedHsurfaceHphasesHofHnuHonHpuVHSurfaceiScienceTH1987THZfZTH][fU]]e 1.8 160

115 rvaluationHofHharmonicHmethodsHforHcalculatingHtheHfreeHenergyHofHdefectsHinHsolidsVHPhysicaliReviewi
BTH1994THafTHZaf]XUZaf]e 3.3 157

114 OrderUdisorderHtransitionHofHnuHandH“tPZZXQHsurfacesgH¯heHsignificanceHofHrelaxationsHandHvibrationsVH
PhysicaliReviewiLettersTH1987THbfTH[dbcU[dbf 7.4 114

113 qislocationHzechanismHforHvslandHqiffusionHonHfccHPZZZQH—urfacesVHPhysicaliReviewiLettersTH1995THdaTH[dcXU[dc]7.4 112
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112 qevelopmentHofHanHembeddedUatomHpotentialHforHaHbccHmetalgHVanadiumVHPhysicaliReviewiBTH1990TH
aZTH]]ZcU]][e 3.3 109

111 pomparingHgrainHboundaryHenergiesHinHfaceUcenteredHcubicHmetalsgHnlTHnuTHpuHandHNiVHScriptai
MaterialiaTH2010THc]THfXbUfXe 5.6 91

110 nHcrossoverHintegralHequationHforHtheHstructureHofHsimpleHliquidsVHJournaliofiChemicaliPhysicsTH1984TH
eXTHaaaZUaaad 3.9 91

109 ¯heoryHofHsubsurfaceHoccupationTHorderedHstructuresTHandHorderUdisorderHtransitionsHforHhydrogenH
onH“dPZZZQVHPhysicaliReviewiBTH1987TH]bTH[Z[eU[Z]c 3.3 89

108 pomparingHcalculatedHandHmeasuredHgrainHboundaryHenergiesHinHnickelVHActaiMaterialiaTH2010THbeTHbXc]UbXcf8.4 88

107 “henomenologyHofHshearUcoupledHgrainHboundaryHmotionHinHsymmetricHtiltHandHgeneralHgrainH
boundariesVHActaiMaterialiaTH2013THcZTHZXaeUZXcX 8.4 83

106 rmbeddedUatomUmethodHstudyHofHstructuralTHthermodynamicTHandHatomicUtransportHpropertiesHofH
liquidHNiUnlHalloysVHPhysicaliReviewiBTH1999THbfTHZa[dZUZa[eZ 3.3 81

105 ¯emperatureHdependenceHofHgrainHboundaryHfreeHenergyHandHelasticHconstantsVHScriptaiMaterialiaTH
2010THc[TH[]ZU[]a 5.6 75

104 ¯hinHfilmHcompressiveHstressesHdueHtoHadatomHinsertionHintoHgrainHboundariesVHPhysicaliReviewi
LettersTH2007THffTHX]cZX[ 7.4 74

103 “eierlsHpotentialHofHscrewHdislocationsHinHbccHtransitionHmetalsgH“redictionsHfromHdensityHfunctionalH
theoryVHPhysicaliReviewiBTH2013THedTH 3.3 73

102 nnHatomicHmodelHofHcrackHtipHdeformationHinHaluminumHusingHanHembeddedHatomHpotentialVHJournali
ofiMaterialsiResearchTH1990THbTH]Z]U][a 2.5 73

101 vnteratomicHinteractionsHforHzoHandHΣHbasedHonHtheHlowUorderHmomentsHofHtheHdensityHofHstatesVH
PhysicaliReviewiBTH1993THaeTHa[edUa[fe 3.3 72

100 —tructureHofHplatinumHadatomHclustersHonH“tPZXXQgHrxperimentalHobservationsHandH
embeddedUatomUmethodHcalculationsVHPhysicaliReviewiBTH1989THaXTHZXc]fUZXca[ 3.3 72

99 ntomisticHunderpinningsHforHorientationHselectionHinHalloyHdendriticHgrowthVHPhysicaliReviewiLettersTH
2007THfeTHZ[bdXZ 7.4 70

98 palculationHofHtheHthermalHexpansionHofHmetalsHusingHtheHembeddedUatomHmethodVHPhysicaliReviewi
BTH1988TH]eTHZ[ca]UZ[caa 3.3 65

97 NearU—urfaceHoucklingHinH—trainedHzetalHOverlayerH—ystemsVHPhysicaliReviewiLettersTH1995THdbTHa[a[Ua[ab7.4 63

96 trainHboundaryHinterfaceHrougheningHtransitionHandHitsHeffectHonHgrainHboundaryHmobilityHforH
nonUfacetingHboundariesVHScriptaiMaterialiaTH2007THbdTHZZcZUZZca 5.6 62

95 VariationalHtheoryHofHphaseHseparationHinHbinaryHliquidHmixturesVHJournaliofiChemicaliPhysicsTH1981TH
dbTH]bfaU]bfe 3.9 60
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94 ”uantifyingHtheHinfluenceHofHtwinHboundariesHonHtheHdeformationHofHnanocrystallineHcopperHusingH
atomisticHsimulationsVHInternationaliJournaliofiPlasticityTH2015THcbTHZfZU[Xb 7.6 58

93 rmbeddedUatomUmethodHeffectiveUpairUinteractionHstudyHofHtheHstructuralHandHthermodynamicH
propertiesHofHpuUNiTHpuUngTHandHnuUNiHsolidHsolutionsVHPhysicaliReviewiBTH1996THb]TH[]efU[aXa 3.3 58

92 zisfitHdislocationHstructureHforHcloseUpackedHmetalUmetalHinterfacesVHPhysicaliReviewiLettersTH1995TH
dbTHee[Ueeb 7.4 57

91 trainHboundaryHsegregationHinHimmiscibleHnanocrystallineHalloysVHActaiMaterialiaTH2017THZ[cTHb[eUb]f 8.4 55

90 ntomicHstructureHofHtheHP]ZXQHtwinHinHniobiumgHrxperimentalHdeterminationHandHcomparisonHwithH
theoreticalHpredictionsVHPhysicaliReviewiLettersTH1993THdXTHaafUab[ 7.4 55

89 qislocationUpairingHtransitionsHinHhotHgrainHboundariesVHPhysicaliReviewiLettersTH2011THZXcTHXacZXZ 7.4 54

88 rlasticHpropertiesHofHgrainHboundariesHinHcopperHandHtheirHrelationshipHtoHbulkHelasticHconstantsVH
PhysicaliReviewiBTH1989THaXTHfadfUfaea 3.3 54

87 ValidatingHcomputedHgrainHboundaryHenergiesHinHfccHmetalsHusingHtheHgrainHboundaryHcharacterH
distributionVHActaiMaterialiaTH2011THbfTHb[bXUb[bc 8.4 53

86 palculationHofHgrainUboundaryHsegregationHinHNiUpuHalloysVHPhysicaliReviewiBTH1989THaXTHZZbX[UZZbXc 3.3 53

85 ntomisticHstudiesHofHsegregationHandHdiffusionHinHnlUpuHgrainHboundariesVHAppliediPhysicsiLettersTH
1998THd[THZbdeUZbeX 3.4 52

84 ¯rendsHinHtrainHooundaryHzobilitygH—urveyHofHzotionHzechanismsVHJomTH2014THccTHZZaUZ[X 2.1 49

83 VibrationalHspectraHinHorderedHandHdisorderedHNi]nlVHPhysicaliReviewiBTH1997THbcTH–bdXbU–bdXe 3.3 49

82 —tabilizationHofHnanocrystallineHalloysHviaHgrainHboundaryHsegregationgHnHdiffuseHinterfaceHmodelVH
ActaiMaterialiaTH2015THZXZTHZbfUZdZ 8.4 44

81 nbsenceHofHpowerUlawHbehaviorHofHtheHhypernettedHchainHequationVHPhysicaliReviewiATH1981TH[aTHa[aUa[e2.6 44

80
zolecularHdynamicsHsimulationsHofHrateUdependentHgrainHgrowthHduringHtheHsurfaceHindentationHofH
nanocrystallineHnickelVHMaterialsiScienceiramp;iEngineeringiA:iStructuraliMaterials:iPropertiesyi
MicrostructureiandiProcessingTH2013THbdZTH[XdU[Za

5.3 43

79 trainHboundaryHphaseHtransformationsHinH“tnuHandHrelevanceHtoHthermalHstabilizationHofHbulkH
nanocrystallineHmetalsVHJournaliofiMaterialsiScienceTH2018THb]TH[fZZU[f[d 4.3 43

78 rmbeddedUntomHandH–elatedHzethodsHforHzodelingHzetallicH—ystemsVHMRSiBulletinTH1996TH[ZTH[aU[e 3.2 42

77 –oadmapHonHmultiscaleHmaterialsHmodelingVHModellingiandiSimulationiiniMaterialsiScienceiandi
EngineeringTH2020TH[eTHXa]XXZ 2 40
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76 —imulationHofHsurfaceHsegregationHfreeHenergiesVHPhysicaliReviewiBTH1994THbXTHZ[XXaUZ[XZa 3.3 40

75 ntomisticHsimulationsHofHcrystalUmeltHinterfacesHinHaHmodelHbinaryHalloygHvnterfacialHfreeHenergiesTH
adsorptionHcoefficientsTHandHexcessHentropyVHPhysicaliReviewiBTH2009THdfTH 3.3 38

74 xineticHisotopeHeffectsHforHhydrogenHdiffusionHinHbulkHnickelHandHonHnickelHsurfacesVHJournaliofi
ChemicaliPhysicsTH1990THf[THddbUdfZ 3.9 36

73 —ummaryHnbstractgHnHtheoreticalHstudyHofHtheHorderâ��disorderHtransitionsHforHhydrogenHonH“dPZZZQVH
JournaliofiVacuumiScienceiandiTechnologyiA:iVacuumyiSurfacesiandiFilmsTH1985TH]THZbcbUZbcc 2.9 36

72 nccommodationHofHtheHlatticeHmismatchHinHaHngWNiHheterophaseHboundaryVHPhysicaliReviewiBTH1991TH
a]THZ]e]]UZ]e]d 3.3 33

71 zultiUscaleHmodelingHofHpolycrystalHplasticitygHaHworkshopHreportVHMaterialsiScienceiramp;i
EngineeringiA:iStructuraliMaterials:iPropertiesyiMicrostructureiandiProcessingTH1998TH[bZTHZU[[ 5.3 32

70 rquilibriumHadsorptionHatHcrystalUmeltHinterfacesHinHyennardUwonesHalloysVHJournaliofiChemicali
PhysicsTH2006THZ[aTHZcadXe 3.9 32

69 uighUresolutionHtransmissionHelectronHmicroscopyHstudiesHofHdislocationHcoresHinHmetalsHandH
intermetallicHcompoundsVHUltramicroscopyTH1994THbcTHdfUf] 3.1 31

68 yongUrangeHcorrelationsHinHadsorbedHlayersVHPhysicaliReviewiBTH1982TH[bTHZ]ccUZ]cf 3.3 31

67 ntomisticHsimulationsHofHstressHandHmicrostructureHevolutionHduringHpolycrystallineHNiHfilmHgrowthVH
PhysicaliReviewiBTH2009THdfTH 3.3 30

66 —tructureHfactorHandHdirectHcorrelationHfunctionHofHaHfluidHfromHfiniteHrangeHsimulationHdataVHJournali
ofiChemicaliPhysicsTH1984THeZTHcZaXUcZab 3.9 27

65 rnergyHconservingHorientationalHforceHforHdeterminingHgrainHboundaryHmobilityVHModellingiandi
SimulationiiniMaterialsiScienceiandiEngineeringTH2015TH[]THX[bXXd 2 26

64 ∑nravelingHirradiationHinducedHgrainHgrowthHwithHinHsituHtransmissionHelectronHmicroscopyHandH
coordinatedHmodelingVHAppliediPhysicsiLettersTH2015THZXdTHZfZfXZ 3.4 23

63 pontributionsHofHtheHembeddedUatomHmethodHtoHmaterialsHscienceHandHengineeringVHMRSiBulletinTH
2012TH]dTHaebUafZ 3.2 23

62 “ropertiesHofHtheHliquidUvaporHinterfaceHofHfccHmetalsHcalculatedHusingHtheHembeddedHatomHmethodVH
JournaliofiMaterialsiResearchTH1991THcTH[feU]X[ 2.5 23

61 ”uantitativeHu–rzHobservationHofHtheH˛£ZZPZZ]QW[Z´flZX]HgrainUboundaryHstructureHinHaluminiumHandH
comparisonHwithHatomisticHsimulationVHJournaliofiMicroscopyTH1998THZfXTHZ]ZUZa] 1.9 21

60 rxplorationHofHtheHmechanismsHofHtemperatureUdependentHgrainHboundaryHmobilitygHsearchHforHtheH
commonHoriginHofHultrafastHgrainHboundaryHmotionVHJournaliofiMaterialsiScienceTH2016THbZTHccXdUcc[] 4.3 20

59 qetailedHcharacterizationHofHdefectHproductionHinHmolecularHdynamicsHsimulationsHofHcascadesHinH—iVH
NucleariInstrumentsiriMethodsiiniPhysicsiResearchiBTH2007TH[bbTHZXZUZXa 1.2 19
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58 ¯heHroleHofHtheHinterfaceHstiffnessHtensorHonHgrainHboundaryHdynamicsVHActaiMaterialiaTH2018THZbeTHaaXUab]8.4 18

57 palculationHofHtheHqefectHandHvnterfaceH“ropertiesHofHNi]nlVHMaterialsiResearchiSocietyiSymposiai
ProceedingsTH1986THeZTHbZ 17

56 popperH—egregationHtoHtheH˛£bHP]ZXQW[XXZ]H—ymmetricH¯iltHtrainHooundaryHinHnluminumVHJournaliofi
MaterialsiScienceTH2004THZ[THZcbUZda 16

55 uighUresolutionHelectronHmicroscopyHinvestigationHofHtheHPdZXQHtwinHinHNbVHUltramicroscopyTH1993TH
bZTH[adU[c] 3.1 16

54 ¯heHroleHofHgrainHboundaryHcharacterHinHsoluteHsegregationHandHthermalHstabilityHofHnanocrystallineH
“tUnuVHNanoscaleTH2021THZ]TH]bb[U]bc] 7.7 15

53 NewHnanoscaleHtougheningHmechanismsHmitigateHembrittlementHinHbinaryHnanocrystallineHalloysVH
NanoscaleTH2018THZXTH[Z[]ZU[Z[a] 7.7 15

52 —trainUrateHdependenceHofHrampUwaveHevolutionHandHstrengthHinHtantalumVHPhysicaliReviewiBTH2016TH
faTH 3.3 14

51 ¯heHeffectHofHsyntheticHdrivingHforceHonHtheHatomicHmechanismsHassociatedHwithHgrainHboundaryH
motionHbelowHtheHinterfaceHrougheningHtemperatureVHComputationaliMaterialsiScienceTH2014THecTH]eUa[ 3.2 14

50 zisorientedHgrainHboundariesHvicinalHtoHtheHtwinHinHnickelH“artHvgHthermodynamicsHNH
temperatureUdependentHstructureVHPhilosophicaliMagazineTH2016THfcTHZ[ebUZ]Xa 1.6 13

49 —ummaryHnbstractgHpalculationsHofHtheHenergeticsHandHstructureHofH“tPZZXQHusingHtheHembeddedH
atomHmethodVHJournaliofiVacuumiScienceiandiTechnologyiA:iVacuumyiSurfacesiandiFilmsTH1986THaTHZaZ[UZaZ]2.9 13

48 —ummaryHnbstractgHpalculationHofHtheHsurfaceHsegregationHofH“dâ��puTH“dâ��ngTHandH“dâ��nuHalloysVH
JournaliofiVacuumiScienceiandiTechnologyiA:iVacuumyiSurfacesiandiFilmsTH1987THbTHeefUefZ 2.9 13

47 “erturbationHtheoryHofHliquidUmetalHsurfacesgH¯heHimportanceHofHtheHselfUenergyVHPhysicaliReviewiATH
1984TH]XTH]Z]cU]Zac 2.6 13

46 nHdiffuseHinterfaceHmodelHofHgrainHboundaryHfacetingVHJournaliofiAppliediPhysicsTH2016THZZfTH[]b]Xc 2.5 12

45 uydrogenHsegregationHtoHinclinedHtwinHgrainHboundariesHinHnickelVHPhilosophicaliMagazineTH2016THfcTH[eXeU[e[e1.6 12

44 npplicationHofHtheHrmbeddedHntomHzethodHtoHvnterfacesHinHzetalsVHMaterialsiScienceiForumTH1991TH
acTHZedUZfe 0.4 9

43 rlectronicHstructureHofHgrainHboundariesVHPhysicaliReviewiBTH1989THaXTHfff]Ufffc 3.3 9

42 —oluteUntomH—egregationHatHvnternalHvnterfacesVHMRSiBulletinTH1990THZbTHbZUbd 3.2 9

41 —imulationHofHrquilibriumH—egregationHinHnlloysH∑singHtheHrmbeddedHntomHzethodVHMaterialsi
ResearchiSocietyiSymposiaiProceedingsTH1985THc]THcZ 9
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40 palculationHofHtheH—urfaceH—egregationHofH“dUpuTH“dUngTHandH“dUnuHnlloysVHMaterialsiResearchi
SocietyiSymposiaiProceedingsTH1986THe]THZdb 8

39 ¯heHrmbeddedHntomHzethodgH¯heoryHandHnpplicationVHMaterialsiResearchiSocietyiSymposiai
ProceedingsTH1988THZaZTH]Z 8

38 zisorientedHgrainHboundariesHvicinalHtoHtheHPZZZQiZZ´flXkHtwinHinHNickelHpartHvvgHthermodynamicsHofH
hydrogenHsegregationVHPhilosophicaliMagazineTH2016THfcTHZac]UZaea 1.6 7

37 zoPXXZQHseventhUorderHreconstructiongHtroundUstateHstructureHandHreconstructionHmechanismVH
PhysicaliReviewiBTH1993THaeTHZZ[edUZZ[fX 3.3 7

36 –evealingHinconsistenciesHinHXUrayHwidthHmethodsHforHnanomaterialsVHNanoscaleTH2019THZZTH[[abcU[[acc 7.7 7

35 pommentHonHâ��¯owardHrealisticHmolecularHdynamicsHsimulationsHofHgrainHboundaryHmobilityâ��HbyHZhouH
andHzohlesVHScriptaiMaterialiaTH2012THccTHdZaUdZc 5.6 6

34 sirstUprinciplesHsurveyHofHtheHstructureTHformationHenergiesTHandHtransitionHlevelsHofHnsUinterstitialH
defectsHinHvntansVHPhysicaliReviewiBTH2015THf[TH 3.3 6

33 urtemHObservationHandHrnzHpalculationHofHqislocationHporesHinHNinlVHMaterialsiResearchiSocietyi
SymposiaiProceedingsTH1992TH[eeTH[bd 6

32 ntomisticH—tudiesHofHvnterfacialH—tructureHandH“ropertiesVHMaterialsiResearchiSocietyiSymposiai
ProceedingsTH1988THZ[[TH]a] 6

31 zultiUobjectiveHoptimizationHofHinteratomicHpotentialsHwithHapplicationHtoHzgOVHModellingiandi
SimulationiiniMaterialsiScienceiandiEngineeringTH2019TH[dTHXdaXXd 2 5

30 qeterminationHofHrecombinationHradiusHinH—iHforHbinaryHcollisionHapproximationHcodesVHNucleari
InstrumentsiriMethodsiiniPhysicsiResearchiBTH2016TH]dZTHZZZUZZb 1.2 5

29 satigueUdrivenHaccelerationHofHabnormalHgrainHgrowthHinHnanocrystallineHwiresVHModellingiandi
SimulationiiniMaterialsiScienceiandiEngineeringTH2019TH[dTHX[bXXe 2 5

28 vnteratomicHvnteractionsHforHoppHzetalsHoasedHonHtheHyowHOrderHzomentsHofHtheHqensityHofH—tatesVH
MaterialsiResearchiSocietyiSymposiaiProceedingsTH1992TH[deTH]]f 4

27
—ummaryHnbstractgHpomputerHsimulationHofHtheHsurfaceHsegregationHinHbinaryHalloysHusingHtheH
embeddedHatomHmethodVHJournaliofiVacuumiScienceiandiTechnologyiA:iVacuumyiSurfacesiandiFilmsTH
1986THaTHdcZUdc[

2.9 4

26 zolecularHqynamicsH—imulationHofHtrainHtrowthHinHNanocrystallineHNiVHMaterialsiScienceiForumTH
2012THdZbUdZcTHbffUcXa 0.4 3

25
¯heHrigidUbodyHdisplacementHobservedHatHtheHâ��HjHbTHP]ZXQU[XXZ]HsymmetricHtiltHgrainHboundaryHinH
centralHtransitionHbccHmetalsVHPhilosophicaliMagazineiA:iPhysicsiofiCondensediMatteryiStructureyi
DefectsiandiMechanicaliPropertiesTH2002THe[THZbd]UZbfa

3

24 ¯heoreticalH—tudiesHofHueliumHinHzetalsVHNATOiASIiSeriesiSeriesiB:iPhysicsTH1991TH]UZc 3

23 ntomisticH—imulationsHofH—urfacesHandHvnterfacesH1992THefUZ[[ 3
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22 trainHooundaryHqislocationH—tructureHandHzotionHinHanHnluminumH˛£j]H[XZZ]HoicrystalVHMaterialsi
ResearchiSocietyiSymposiaiProceedingsTH1996THaccTHZ[b 2

21 nnHntomisticH—tudyHofHtheHrquilibriumH—egregationHofHuydrogenHtoH¯iltHooundariesHinHNickelVH
MaterialsiResearchiSocietyiSymposiaiProceedingsTH1991TH[[fTHZdf 2

20 vnterfaceUqrivenH“henomenaHinH—olidsgH¯hermodynamicsTHxineticsHandHphemistryVHJomTH2016THceTHZbfaUZbfb2.1 1

19 “refaceHforHfocusHissueHonHuncertaintyHquantificationHinHmaterialsHmodelingVHModellingiandi
SimulationiiniMaterialsiScienceiandiEngineeringTH2019TH[dTHXeX]XZ 2 1

18 —imulationHandHmodelingHofHtheHelectronicHstructureHofHtansHdamageHclustersVHJournaliofiAppliedi
PhysicsTH2013THZZ]THXf]dXc 2.5 1

17 trainHtrowthH—tagnationHpausedHbyHtheHtrainHooundaryH–ougheningH¯ransitionVHMaterialsiSciencei
ForumTH2012THdZbUdZcTHaZbUaZb 0.4 1

16 rffectHofH—urfaceH—tepsHonHqislocationH—tructureHquringHNanoindentationVHMaterialsiResearchi
SocietyiSymposiaiProceedingsTH2000THcafTHeeZ 1

15 ¯emperatureUqependentH—tructureHofHaH—uperdislocationsHinHNi]nlVHMaterialsiResearchiSocietyi
SymposiaiProceedingsTH1994TH]caTHd]Z 1

14 nnHntomisticH—tudyHofHuydrogenHrffectsHonHtheHsractureHofH¯iltHooundariesHinHNickelVVHMaterialsi
ResearchiSocietyiSymposiaiProceedingsTH1991TH[]eTH]eZ 1

13 ¯iltHooundariesHvnHoppHzetalsgpomparisonHofH–esultsH∑singHqifferentHvnteratomicHvnteractionsVH
MaterialsiResearchiSocietyiSymposiaiProceedingsTH1990TH[XfTHcb 1

12 palculationsHofH—tructuralH“hasesHofH¯ransitionHzetalH—urfacesH∑singHtheHrmbeddedHntomHzethodVH
SpringeriSeriesiiniSurfaceiSciencesTH1988THZ[bUZ]Z 0.4 1

11 —elfUqiffusionHandHvmpurityHqiffusionHofHsppHzetalsH∑singHtheHrmbeddedHntomHzethodH1989THaZfUa[a 1

10 ntomisticH—tructureHandHpompositionHofHaHngWNiHvnterphaseHooundaryVHMaterialsiResearchiSocietyi
SymposiaiProceedingsTH1990THZedTH[ed 0

9 —urveyHofHtrainHooundaryHrnergiesHinHsourHrlementalHzetalsVHMaterialsiScienceiForumTH2012TH
dZbUdZcTHZdfUZdf 0.4

8 trainHooundaryH—tructureHandHvtsHrffectHonH“lasticityVHMicroscopyiandiMicroanalysisTH2004THZXTHZ[UZ] 0.5

7 —ubstitutionalHvmpurityH—egregationHtoHtheH˛£HbHP]ZXQW[XXZ]H—tgbHinHpuHqopedHnluminumHandHngH
qopedHpopperVHMicroscopyiandiMicroanalysisTH2001THdTH[acU[ad 0.5

6 rlectronicHrffectsHonHtrainHooundaryH—tructureHinHoppHzetalsVHMaterialsiResearchiSocietyiSymposiai
ProceedingsTH1999THbefTH]ad

5 u–rzHvnvestigationHofHtheH—tructureHofHtheH˛£bP[ZXQW[XXZ]H—ymmetricH¯iltHtrainHooundariesHinHNbVH
MaterialsiResearchiSocietyiSymposiaiProceedingsTH1991TH[[fTHZfZ
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4 rlasticH“ropertiesHofHtrainHooundariesHinHpopperVHMaterialsiResearchiSocietyiSymposiaiProceedingsTH
1989THZb]TH]cf

3 palculationHofHtheHntomicH—tructureHofHtrainHooundariesHinHzetalsHandHnlloysRVHMaterialsiResearchi
SocietyiSymposiaiProceedingsTH1990THZf]TH[ad

2 ¯heH—tructureHandH“ropertiesHofHooundariesHinHoicrystalsHofHooronUqopedHNi]PnlTHZHatMH¯aQVH
MaterialsiResearchiSocietyiSymposiaiProceedingsTH1990TH[Z]THa[]

1 palculationHofHtheH—tructureHofHnuHtrainHooundariesH∑singHtheHrmbeddedHntomHzethodVHMaterialsi
ResearchiSocietyiSymposiaiProceedingsTH1988THZ]eTHadZ
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