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ARTICLE

Effect of freezing velocity and platelet size on structural parameters and morphology of freeze-cast
porous alumina scaffolds. Ceramics International, 2021, 47, 16661-16673.

Effect of processing parameters on the development of anisotropic 1+-Al203 platelets during molten
salt synthesis. Ceramics International, 2022, , .

Large scale alignment of alumina platelets en route to porous nacre-like alumina by ice-templating.
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