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98 wistinctLvrystalZyacetZwependentLuehaviorsLforLSingleZttomLPalladiumZonZveriaLvatalystsmL
xnhancedLStabilizationLandLvatalyticLPropertiesaaLAdvancedhMaterialsYL2022YLeedcjjed 24 4

97 tchievingLcompleteLelectrooxidationLofLethanolLbyLsingleLatomicLRhLdecorationLofLPtLnanocubesaaL
ProceedingshofhthehNationalhAcademyhofhScienceshofhthehUnitedhStateshofhAmericaYL2022YLddlYLeeddedclddl11.5 3

96 TumorZderivedLPwdLandLPwZLdLcouldLpromoteLhepatocellularLcarcinomaLgrowthLthroughLautophagyL
inductionLin´ vitroaaLBiochemicalhandhBiophysicalhResearchhCommunicationsYL2022YLichYLkeZkl 3.4 1

95 SynergeticLeffectLofLnitrogenZdopedLcarbonLcatalystsLforLhighZefficiencyLelectrochemicalLvOeL
reductionaLChinesehJournalhofhCatalysisYL2022YLgfYLdiljZdjce 11.3 1

94 tLsingleZatomLvuZNLcatalystLeliminatesLoxygenLinterferenceLforLelectrochemicalLsensingLofL
hydrogenLperoxideLinLaLlivingLanimalLbrainaaLChemicalhScienceYL2021YLdeYLdhcghZdhchf 9.4 3

93 SelfZassembledLmultifunctionalLyefOgLhierarchicalLmicrospheresmLhighZefficiencyLlithiumZionLbatteryL
materialsLandLhydrogenationLcatalystsaLSciencehChinahMaterialsYL2021YLigYLdchkZdcjc 7.1 2

92
PNOvLxxpressedLbyLuLvellsLinLvholangiocarcinomaLWasLSurvivalLRelatedLandLLt ReLvouldLueLaLTLvellL
xxhaustionLuiomarkerLinLTumorLMicroenvironmentmLvharacterizationLofL mmuneLMicroenvironmentL
vombiningLSingleZvellLandLuulkLSequencingLTechnologyaLFrontiershinhImmunologyYL2021YLdeYLigjecl

8.4 4

91  nsightLintoLtheLinfluenceLofLdopedLoxygenLonLactiveLsitesLofLmolybdenumLsulfideLmaterialsLinL
hydrogenLevolutionLreactionaLInternationalhJournalhofhHydrogenhEnergyYL2021YLgiYLddjedZddjfc 6.7 1

90 –ighZLoadingLSingleZttomicZSiteLSilverLvatalystsLwithLanLtgdâ��veNdLStructureLShowingLSuperiorL
PerformanceLforLxpoxidationLofLStyreneaLACShCatalysisYL2021YLddYLglgiZglhg 13.1 13

89 ttomicLvobNiLdualLsitesLwithLNbPZcoordinationLasLbifunctionalLoxygenLelectrocatalystLforL
rechargeableLzincZairLbatteriesaLNanohResearchYL2021YLdgYLfgkeZfgkk 10 27

88 ttomicallyLdispersedLNiâ��Ruâ��PLinterfaceLsitesLforLhighZefficiencyLp–ZuniversalLelectrocatalysisLofL
hydrogenLevolutionaLNanohEnergyYL2021YLkcYLdchgij 17.1 44

87 UnderstandingLtheLdehydrogenationLmechanismLoverLironLnanoparticlesLcatalystsLbasedLonLdensityL
functionalLtheoryaLChinesehChemicalhLettersYL2021YLfeYLekiZelc 8.1 4

86 ManganeseLvacancyZconfinedLsingleZatomLtgLinLcryptomelaneLnanorodsLforLefficientLWackerL
oxidationLofLstyreneLderivativesaLChemicalhScienceYL2021YLdeYLicllZidci 9.4 8

85 tLgeneralLstrategyLtoLprepareLatomicallyLdispersedLbiomimeticLcatalystsLbasedLonLhostZguestL
chemistryaLChemicalhCommunicationsYL2021YLhjYLdklhZdklk 5.8 1

84  nLSituLzrowthLofLNiZuasedLMetalZOrganicLyrameworkLNanosheetsLonLvarbonLNanotubeLyilmsLforL
xfficientLOxygenLxvolutionLReactionaLInorganichChemistryYL2021YLicYLfgflZfggi 5.1 7

83 MachineLLearningLforLuuildingL mmuneLzeneticLModelLinL–epatocellularLvarcinomaLPatientsaL
JournalhofhOncologyYL2021YLecedYLiijihfj 4.5 1

82 tnionZexchangeZmediatedLinternalLelectricLfieldLforLboostingLphotogeneratedLcarrierLseparationL
andLutilizationaLNaturehCommunicationsYL2021YLdeYLglhe 17.4 12

Zheng Chen

2



81
urZwopedLvuOLMultilamellarLMesoporousLNanosheetsLwithLOxygenLVacanciesLandLvetyltrimethylL
tmmoniumLvationsLtdsorptionLforLOptimizingL ntermediateLSpeciesLandLTheirLtdsorptionL
uehaviorsLtowardLvOLxlectroreductionLtoLxthanolLwithLaL–ighLyaradaicLxfficiencyaLInorganich
ChemistryYL2021YLicYLdgfjdZdgfkd

5.1 2

80 TheLsurfaceLmodificationLofLlongLcarbonLfiberLreinforcedLpolyetherLetherLketoneLwithLbioactiveL
compositeLhydrogelLforLeffectiveLosteogenicityaLMaterialshSciencehandhEngineeringhCYL2021YLdfcYLddeghd 8.3 1

79 ttomicallyLdispersedLgoldLanchoredLonLcarbonLnitrideLnanosheetsLasLeffectiveLcatalystLforL
regioselectiveLhydrosilylationLofLalkynesaLJournalhofhMaterialshChemistryhAYL2021YLlYLdjkkhZdjkle 13 1

78 –ighZPerformanceLZincZtirLuatteriesLuasedLonLuifunctionalL–ierarchicallyLPorousLNitrogenZwopedL
varbonaLSmallYL2021YLeedchlek 11 2

77 uackLvovermLOptimizedLSelfZTemplatingLSynthesisLMethodLforL–ighlyLvrystallineL–ollowLvueOL
NanoboxesLUSmallLMethodsLdebececVaLSmallhMethodsYL2020YLgYLecjccgj 12.8

76 –epatomaLcellZintrinsicLTLRlLactivationLinducesLimmuneLescapeLthroughLPwZLdLupregulationLinL
hepatocellularLcarcinomaaLTheranosticsYL2020YLdcYLihfcZihgf 12.1 11

75  ridiumLsingleZatomLcatalystLonLnitrogenZdopedLcarbonLforLformicLacidLoxidationLsynthesizedLusingLaL
generalLhostZguestLstrategyaLNaturehChemistryYL2020YLdeYLjigZjje 17.6 207

74 wopamineLpolymerLderivedLisolatedLsingleZatomLsiteLmetalsbNZdopedLporousLcarbonLforLbenzeneL
oxidationaLChemicalhCommunicationsYL2020YLhiYLkldiZkldl 5.8 8

73
wesignLofLassembledLcompositeLofLMnfOgszraphiticLcarbonLporousLnanoZdandelionsmLtLcatalystL
forLLowâ��temperatureLselectiveLcatalyticLreductionLofLNOxLwithLremarkableLSOeLresistanceaLAppliedh
CatalysishB:hEnvironmentalYL2020YLeilYLddkjfd

21.8 23

72 MOyLderivedLhighZdensityLatomicLplatinumLheterogeneousLcatalystLforLvâ��–LbondLactivationaL
MaterialshChemistryhFrontiersYL2020YLgYLddhkZddif 7.8 4

71 SingleZttomLtu â��NfLSiteLforLtcetyleneL–ydrochlorinationLReactionaLACShCatalysisYL2020YLdcYLdkihZdkjc 13.1 41

70 wesignLRulesLforL mprovingLtheLvyclingLStabilityLofL–ighZPerformanceLwonorZtcceptorZTypeL
xlectrochromicLPolymersaLACShAppliedhMaterialshpamp;hInterfacesYL2020YLdeYLjhelZjhfk 9.5 13

69
 mmuneLsystemZassociatedLgenesLincreaseLmalignantLprogressionLandLcanLbeLusedLtoLpredictL
clinicalLoutcomeLinLpatientsLwithLhepatocellularLcarcinomaaLInternationalhJournalhofhOncologyYL2020YL
hiYLddllZdedd

4.4 8

68 PrognosticLandLimmuneLregulatingLrolesLofLY yduLinLPanZvancermLaLpotentialLtargetLforLbothLsurvivalL
andLtherapyLresponseLevaluationaLBiosciencehReportsYL2020YLgcYL 4.1 6

67 TitaniaLsupportedLsynergisticLpalladiumLsingleLatomsLandLnanoparticlesLforLroomLtemperatureL
ketoneLandLaldehydesLhydrogenationaLNaturehCommunicationsYL2020YLddYLgk 17.4 101

66 TumorLwerivedLS zLxvLyamilyLzenesLMayLPlayLRolesLinLTumorLzenesisYLProgressionYLandL mmuneL
MicroenvironmentLRegulationaLFrontiershinhOncologyYL2020YLdcYLhkikec 5.3 9

65
tssociationLofLintrinsicLpathwaysLwithLalteredLtumorLimmuneLinfiltrationLinLhepatocellularL
carcinomamLNewLtargetsLforLcombiningLimmuneLtherapyaLClinicalhandhTranslationalhMedicineYL2020YL
dcYLeedl

5.7 0

64 ReactionLenvironmentLselfZmodificationLonLlowZcoordinationLNieXLoctahedraLatomicLinterfaceLforL
superiorLelectrocatalyticLoverallLwaterLsplittingaLNanohResearchYL2020YLdfYLfcikZfcjg 10 20
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63 ttomicLironLonLmesoporousLNZdopedLcarbonLtoLachieveLdehydrogenationLreactionLatLroomL
temperatureaLNanohResearchYL2020YLdfYLfcjhZfckd 10 13

62 OptimizedLSelfZTemplatingLSynthesisLMethodLforL–ighlyLvrystallineL–ollowLvueOLNanoboxesaLSmallh
MethodsYL2020YLgYLeccched 12.8 5

61  nLsituLgrowthLofLMoSeeLnanosheetsLarrayLonLMoLfoilmLtnLefficientLandLdurableLhydrogenLevolutionL
electrocatalystaLMaterialshLettersYL2020YLejeYLdejkek 3.3 5

60 RegulatingLtheLcoordinationLstructureLofLsingleZatomLyeZNvLcatalyticLsitesLforLbenzeneLoxidationaL
NaturehCommunicationsYL2019YLdcYLgelc 17.4 173

59 vopperLatomZpairLcatalystLanchoredLonLalloyLnanowiresLforLselectiveLandLefficientLelectrochemicalL
reductionLofLvOaLNaturehChemistryYL2019YLddYLeeeZeek 17.6 337

58 TopologicalLselfZtemplateLdirectedLsynthesisLofLmultiZshelledLintermetallicLNizaLhollowL
microspheresLforLtheLselectiveLhydrogenationLofLalkyneaLChemicalhScienceYL2019YLdcYLidgZidl 9.4 20

57 tnLoilbwaterLseparationLnanofibrousLmembraneLwithLaLfZwLstructureLfromLtheLblendingLofLPxSLandL
SPxxKaLHighhPerformancehPolymersYL2019YLfdYLhfkZhgj 1.6 15

56 MXeneLUTivVLVacancyZvonfinedLSingleZttomLvatalystLforLxfficientLyunctionalizationLofLvOaLJournalh
ofhthehAmericanhChemicalhSocietyYL2019YLdgdYLgckiZgclf 16.4 277

55 weterminationYLintercorrelationLandLintraindividualLstabilityLofLfiveLsteroidsLinLhairYLsalivaLandLurineL
amongLchineseLcollegeLstudentsaLSteroidsYL2019YLdglYLdckgdk 2.8 14

54 vonvenientLfabricationLofLuiOurLultrathinLnanosheetsLwithLrichLoxygenLvacanciesLforLphotocatalyticL
selectiveLoxidationLofLsecondaryLaminesaLNanohResearchYL2019YLdeYLdiehZdifc 10 62

53 NitrogenZcoordinatedLcobaltLnanocrystalsLforLoxidativeLdehydrogenationLandLhydrogenationLofL
NZheterocyclesaLChemicalhScienceYL2019YLdcYLhfghZhfhe 9.4 39

52 SelectiveLhydrogenationLofLNZheterocyclicLcompoundsLoverLrhodiumZcopperLbimetallicLnanocrystalsL
underLambientLconditionsaLNanohResearchYL2019YLdeYLdifdZdifg 10 14

51 yunctionalizationLofL–ollowLNanomaterialsLforLvatalyticLtpplicationsmLNanoreactorLvonstructionaL
AdvancedhMaterialsYL2019YLfdYLedkccgei 24 147

50 vonstructionLofLvoPbNivoPLNanotadpolesL–eterojunctionL nterfaceLforLWideLp–L–ydrogenL
xvolutionLxlectrocatalysisLandLSupercapacitoraLAdvancedhEnergyhMaterialsYL2019YLlYLdlcdedf 21.8 160

49 –ighLwimensionalLStabilityLandLtlcoholLResistanceLtromaticLPolyUarylLetherLketoneVLPolyelectrolyteL
MembraneLSynthesisLandLvharacterizationaLACShAppliedhEnergyhMaterialsYL2019YLeYLdigiZdihi 6.1 19

48
voreZShellLZ yZksZ yZijZwerivedLvoPLNanoparticleZxmbeddedLNZwopedLvarbonLNanotubeL–ollowL
PolyhedronLforLxfficientLOverallLWaterLSplittingaLJournalhofhthehAmericanhChemicalhSocietyYL2018YL
dgcYLeidcZeidk

16.4 1073

47 PreparationLofLfreestandingLpalladiumLnanosheetsLmodifiedLwithLgoldLnanoparticlesLatLedgesaLNanoh
ResearchYL2018YLddYLgdgeZgdgk 10 10

46 PhotocatalyticLhydrogenationLofLnitroarenesLusingLvudalgSZZncaefvdcajjSLheteronanorodsaLNanoh
ResearchYL2018YLddYLfjfcZfjfk 10 17
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45 NovelLsolubleLcarbazoleZbasedLpolyUarylLethersVmLPreparationYLpropertiesYLandLapplicationLforL
dispersingLmultiwalledLcarbonLnanotubesaLJournalhofhAppliedhPolymerhScienceYL2018YLdfhYLgiehc 2.9 2

44 –ighlyLprotonLconductingLprotonZexchangeLmembranesLbasedLonLfluorinatedLpolyUaryleneLetherL
ketoneVsLwithLoctasulfonatedLsegmentsaLJournalhofhPolymerhSciencehParthAYL2018YLhiYLehZfj 2.5 14

43 PorphyrinZlikeLyeZNgLsitesLwithLsulfurLadjustmentLonLhierarchicalLporousLcarbonLforLdifferentL
rateZdeterminingLstepsLinLoxygenLreductionLreactionaLNanohResearchYL2018YLddYLieicZieil 10 83

42
tLuimetallicLZnbyeLPolyphthalocyanineZwerivedLSingleZttomLyeZNgLvatalyticLSitemtLSuperiorL
TrifunctionalLvatalystLforLOverallLWaterLSplittingLandLZnâ��tirLuatteriesaLAngewandtehChemieYL2018YL
dfcYLkjhcZkjhg

3.6 40

41
tLuimetallicLZnbyeLPolyphthalocyanineZwerivedLSingleZttomLyeZNLvatalyticLSitemtLSuperiorL
TrifunctionalLvatalystLforLOverallLWaterLSplittingLandLZnZtirLuatteriesaLAngewandtehChemiehxh
InternationalhEditionYL2018YLhjYLkidgZkidk

16.4 305

40 varbonLnitrideLsupportedLyeLclusterLcatalystsLwithLsuperiorLperformanceLforLalkeneLepoxidationaL
NaturehCommunicationsYL2018YLlYLefhf 17.4 162

39 vorrelationsLofLhairLlevelLwithLsalivaryLlevelLinLcortisolLandLcortisoneaLLifehSciencesYL2018YLdlfYLhjZif 6.8 20

38 SingleZSiteLtuLvatalystLforLSilaneLOxidationLwithLWateraLAdvancedhMaterialsYL2018YLfcYLdjcgjec 24 84

37 hcLppmLofLPdLdispersedLonLNiUO–VeLnanosheetsLcatalyzingLsemiZhydrogenationLofLacetyleneLwithL
highLactivityLandLselectivityaLNanohResearchYL2018YLddYLlchZlde 10 39

36 SynergisticLeffectLofLbimetallicLPdtuLnanocrystalsLonLoxidativeLalkyneLhomocouplingaLChemicalh
CommunicationsYL2018YLhgYLdfdhhZdfdhk 5.8 18

35
TowardLuifunctionalLOverallLWaterLSplittingLxlectrocatalystmLzeneralLPreparationLofLTransitionL
MetalLPhosphideLNanoparticlesLwecoratedLNZwopedLPorousLvarbonLSpheresaLACShAppliedhMaterialsh
pamp;hInterfacesYL2018YLdcYLggecdZggeck

9.5 51

34 tlleleZdefinedLgenomeLofLtheLautopolyploidLsugarcaneLSaccharumLspontaneumLLaLNaturehGeneticsYL
2018YLhcYLdhihZdhjf 36.3 229

33 tnLxqualZStrainLtnalyticalLSolutionLforLtheLRadialLvonsolidationLofLUnsaturatedLSoilsLbyLVerticalL
wrainsLconsideringLwrainLResistanceaLAdvanceshinhCivilhEngineeringYL2018YLecdkYLdZl 1.3 6

32 tLphotochromicLcompositeLwithLenhancedLcarrierLseparationLforLtheLphotocatalyticLactivationLofL
benzylicLvâ��–LbondsLinLtolueneaLNaturehCatalysisYL2018YLdYLjcgZjdc 36.5 144

31  ntraindividualLstabilityLofLcortisolLandLcortisoneLandLtheLratioLofLcortisolLtoLcortisoneLinLsalivaYLurineL
andLhairaLSteroidsYL2017YLddkYLidZij 2.8 26

30 SingleLNiLsitesLdistributedLonLNZdopedLcarbonLforLselectiveLhydrogenationLofLacetyleneaLChemicalh
CommunicationsYL2017YLhfYLddhikZddhjd 5.8 58

29 MitochondrialLwysfunctionLvausesLOxidativeLStressLandLTapetalLtpoptosisLinLvhemicalL
–ybridizationLReagentZ nducedLMaleLSterilityLinLWheataLFrontiershinhPlanthScienceYL2017YLkYLeedj 6.2 12

28 RationalLvontrolLofLtheLSelectivityLofLaLRutheniumLvatalystLforL–ydrogenationLofLgZNitrostyreneLbyL
StrainLRegulationaLAngewandtehChemieYL2017YLdelYLdedffZdedfj 3.6 12
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27 RationalLvontrolLofLtheLSelectivityLofLaLRutheniumLvatalystLforL–ydrogenationLofLgZNitrostyreneLbyL
StrainLRegulationaLAngewandtehChemiehxhInternationalhEditionYL2017YLhiYLddljdZddljh 16.4 65

26 SynthesisLandLpropertiesLofLperfluorocarbonLchainLterminatedLpolyUetherLsulfoneVaLRSChAdvancesYL
2016YLiYLlfhflZlfhgh 3.7 1

25 PdZdispersedLvuSLheteroZnanoplatesLforLselectiveLhydrogenationLofLphenylacetyleneaLNanoh
ResearchYL2016YLlYLdeclZdedl 10 25

24 vontrolledLoneZpotLsynthesisLofLRuvuLnanocagesLandLvusRuLnanocrystalsLforLtheLregioselectiveL
hydrogenationLofLquinolineaLNanohResearchYL2016YLlYLeifeZeigc 10 40

23
SimultaneousL–PLvZtPv ZMSbMSLquantificationLofLendogenousLcannabinoidsLandLglucocorticoidsLinL
hairaLJournalhofhChromatographyhB:hAnalyticalhTechnologieshinhthehBiomedicalhandhLifehSciencesYL2016YL
dcekYLdZdc

3.2 19

22 PreparationLofLhexagonalLultrathinLWOfLnanoZribbonsLandLtheirLelectrochemicalLperformanceLasLanL
anodeLmaterialLinLlithiumLionLbatteriesaLNanohResearchYL2016YLlYLgfhZggd 10 51

21 SynthesisLandLpropertiesLofLsulfonatedLpolyUaryleneLetherLketoneLsulfoneVLcopolymeraLHighh
PerformancehPolymersYL2016YLekYLfdhZfed 1.6 13

20 xlevatedL–airLvortisolLLevelsLamongL–eroinLtddictsLonLvurrentLMethadoneLMaintenanceLvomparedL
toLvontrolsaLPLoShONEYL2016YLddYLecdhcjel 3.7 10

19 NanoLPdtuLuimetallicLtlloyLasLanLxffectiveLvatalystLforLtheLuuchwaldZ–artwigLReactionaLChemistryhxh
anhAsianhJournalYL2016YLddYLfhdZh 4.5 16

18 tLwormholeZlikeLporousLcarbonbmagneticLparticlesLcompositeLasLanLefficientLbroadbandL
electromagneticLwaveLabsorberaLNanoscaleYL2016YLkYLkkllZlcl 7.7 266

17 vontrollableLsynthesisLofLPtâ��vuLnanocrystalsLandLtheirLtunableLcatalyticLpropertiesaLCrystEngCommYL
2016YLdkYLfjigZfjij 3.3 6

16
–eterometallicLrareZearthLmetalLcomplexesLwithLiminoZfunctionalizedLkZhydroxyquinolylLligandsmL
synthesisYLcharacterizationLandLcatalyticLactivityLtowardsLhydrophosphinylationLofL
transZ˛†ZnitroalkeneaLNewhJournalhofhChemistryYL2015YLflYLjieiZjife

3.6 7

15 RoomZTemperatureL–ydrogenationLofLvitralLvatalyzedLbyLPalladiumâ��SilverLNanocrystalsLSupportedL
onLSnOeaLEuropeanhJournalhofhInorganichChemistryYL2015YLecdhYLedecZedeg 2.3 4

14 MultilayerLhexagonalLsiliconLformingLinLslitLnanoporeaLScientifichReportsYL2015YLhYLdgjle 4.9 6

13
weterminationLofLendogenousLcorticosteroneLinLrodentTsLbloodYLbrainLandLhairLwithL
LvZtPv ZMSbMSaLJournalhofhChromatographyhB:hAnalyticalhTechnologieshinhthehBiomedicalhandhLifeh
SciencesYL2015YLdcceYLeijZji

3.2 30

12 vomparativeLstudiesLofLmitochondrialLproteomicsLrevealLanLintimateLproteinLnetworkLofLmaleL
sterilityLinLwheatLUTriticumLaestivumLLaVaLJournalhofhExperimentalhBotanyYL2015YLiiYLidldZecf 7 37

11 uimetallicLPdZvuLnanocrystalsLandLtheirLtunableLcatalyticLpropertiesaLChemicalhCommunicationsYL
2014YLhcYLghkkZld 5.8 66

10 wesignLandLpreparationLofLgraphenebpolyUetherLetherLketoneVLcompositesLwithLexcellentLelectricalL
conductivityaLJournalhofhMaterialshScienceYL2014YLglYLefjeZefke 4.3 36
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9 RareZearthLmetalLamidoLcomplexesLsupportedLbyLbridgedLbisU˛†ZdiketiminatoVLligandLasLefficientL
catalystsLforLhydrophosphonylationLofLaldehydesLandLketonesaLSciencehChinahChemistryYL2013YLhiYLfelZffi7.9 13

8 vompensationLlengthLofLtwoZdimensionalLchlorideLdiffusionLinLconcreteLusingLaLboundaryLelementL
modelaLActahMechanicaYL2013YLeegYLdefZdfj 2.1 7

7 –ighLefficiencyLbulkLheterojunctionLorganicLsolarLcellLbyLusingLhighLconductivityLmodifiedLPxwOTmL
PSSLasLaLbufferLlayeraLOptoelectronicshLettersYL2012YLkYLffiZffl 0.7

6 xffectLofLageingLonLfatigueLpropertiesLofLasphaltaLCentralhSouthhUniversityYL2008YLdhYLdddZddg 7

5 vompressibleLflowLequationsLbasedLonLmovingLcoordinatesLdeterminedLbyLtheLwaveLspeedaL
InternationalhJournalhforhNumericalhMethodshinhFluidsYL2007YLhfYLdglZdjg 1.9 1

4 OrganicLlightZemittingLdevicesLbasedLonLnewLrareLearthLcomplexLTbUpZv utVfphenaLOptoelectronicsh
LettersYL2006YLeYLgcfZgch 0.7 1

3 uiomassZassistedLapproachLforLlargeZscaleLconstructionLofLmultiZfunctionalLisolatedLsingleZatomLsiteL
catalystsaLNanohResearchYd 10 0

2 tuPtLbimetallicLnanoalloysLsupportedLonLSutZdhmLtLsuperiorLcatalystLforLquinolineLselectiveL
hydrogenationLinLwateraLNanohResearchYd 10 7

1  nsightLintoLsulfurLandLironLeffectLofLbinaryLnickelZironLsulfideLonLoxygenLevolutionLreactionaLNanoh
ResearchYd 10 0
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