
Rozina M Yordanova

List of Publications by Year
in descending order

Source: https://exaly.com/author-pdf/5062119/publications.pdf

Version: 2024-02-01

6

papers

12

citations

2

h-index

2682572

4

g-index

2272923

6

all docs

6

docs citations

6

times ranked

12

citing authors



Rozina M Yordanova

2

# Article IF Citations

1 Fatigue crack development in a low-carbon steel. Microstructure influence. Modelling. Procedia
Structural Integrity, 2016, 2, 2726-2733. 0.8 5

2 On monitoring mechanical characteristics of rolled electrolytic copper. Procedia Structural
Integrity, 2016, 2, 2315-2322. 0.8 3

3 Influence of microstructure on fatigue process in a low carbon steel. Analysis and modelling.
Engineering Failure Analysis, 2017, 82, 350-363. 4.0 2

4 On monitoring of mechanical characteristics of hot rolled S355J2 steel. Frattura Ed Integrita
Strutturale, 2016, 10, 265-271. 0.9 2

5 On fatigue behaviour of two spring steels. Part II: Mathematical models. Frattura Ed Integrita
Strutturale, 2016, 10, 258-264. 0.9 0

6 On fatigue behavior of two spring steels. Part I: WÃ¶hler curves and fractured surfaces. Frattura Ed
Integrita Strutturale, 2016, 10, 249-257. 0.9 0


