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Effects of nanofluids on heat transfer characteristics in shell and tube heat exchanger. Thermal
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Heat transfer analysis in counter flow shell and tube heat exchanger using of design of experiments.
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The roles and applications of additive manufacturing in the aerospace and automobile sector.
Materials Today: Proceedings, 2021, 47, 405-409.
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Processing of Aluminium-Silicon Alloy with Metal Carbide as Reinforcement through Powder-Based
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An Unconventional Approach for Analyzing the Mechanical Properties of Natural Fiber Composite
Using Convolutional Neural Network. Advances in Materials Science and Engineering, 2021, 2021, 1-15.

State of the art review on the sustainable dry machining of advanced materials for multifaceted
engineering applications: progressive advancements and directions for future prospects. Materials 1.6 25
Research Express, 2022, 9, 064003.

3D Printing Manufacturing Techniques, Materials, and Applications: An Overview. Advances in
Materials Science and Engineering, 2021, 2021, 1-10.

Optimization of FDM Printing Process Parameters on Surface Finish, Thickness, and Outer Dimension
with ABS Polymer Specimens Using Taguchi Orthogonal Array and Genetic Algorithms. Mathematical 11 19
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Improving the Mechanical Properties of Natural Fiber Composites of Hemp Fiber with Ramie and Banana
Fiber through Compression Molding Method. Advances in Materials Science and Engineering, 2021,
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An insight into stress and strain analysis over on hexagonal aluminium sandwich honeycomb with
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Synthesis and Characterization of Mechanical Properties of AA8014 + Si3N4/ ZrO2 Hybrid Composites
by Stir Casting Process. Advances in Materials Science and Engineering, 2022, 2022, 1-11.

Synthesis and Experimental Investigations of Tribological and Corrosion Performance of AZ61

Magnesium Alloy Hybrid Composites. Journal of Nanomaterials, 2022, 2022, 1-12. 2.7 13

Flame Resistance Characteristics of Woven Jute Fiber Reinforced Fly Ash Filled Polymer Composite.
Journal of Nanomaterials, 2022, 2022, 1-12.

Hourly and Day Ahead Power Prediction of Building Integrated Semitransparent Photovoltaic System.

International Journal of Photoenergy, 2021, 2021, 1-8. 2:5 12

Multiobjective Optimization of EDM Parameters for Rice Husk Ash/Cu/Mg-Reinforced Hybrid

Al-0.7Fe-0.6Si-0.375Cr-0.25Zn Metal Matrix Nanocomposites for Engineering Applications: Fabrication
and Morphological Analysis. Journal of Nanomaterials, 2022, 2022, 1-15.

Analysis of Physical and Mechanical Properties of A3003 Aluminum Honeycomb Core Sandwich Panels.

Applied Mechanics and Materials, 0, 867, 245-253. 0.2 1
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A facile synthesis of Ag/ZnO nanocomposites prepared via novel green mediated route for catalytic

activity. Applied Physics A: Materials Science and Processing, 2021, 127, 1.

Development of a Data-Driven Decision-Making System Using Lean and Smart Manufacturing Concept in

Industry 4.0: A Case Study. Mathematical Problems in Engineering, 2022, 2022, 1-20. 11 1

Influence of Filler Wire and Welding Process to Mitigate the Microsegregation of Alloy C-2000 Using
Continuous and Pulsed Current Gas Tungsten Arc Welding Techniques. Journal of Materials
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Tribological Behavior and Analysis on Surface Roughness of CNC Milled Dual Heat Treated Al6061

Composites. Advances in Materials Science and Engineering, 2021, 2021, 1-14. 1.8 10

Strength Enhancement Study on Composites of AA6066 Aluminium Alloy with Magnesium Oxide and
Coal Ash. Advances in Materials Science and Engineering, 2021, 2021, 1-8.
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Study on Compaction and Machinability of Silicon Nitride (Si3N4) Reinforced Copper Alloy Composite
through P/M Route. International Journal of Polymer Science, 2021, 2021, 1-10.

Investigation on Heat Transfer Enhancement in Microchannel Using Al203/Water Nanofluids.
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Implementation of Taguchi and Genetic Algorithm Techniques for Prediction of Optimal Part
Dimensions for Polymeric Biocomposites in Fused Deposition Modeling. International Journal of
Biomaterials, 2022, 2022, 1-7.

A Novel Smart Production Management System for the Enhancement of Industrial Sustainability in

Industry 4.0. Mathematical Problems in Engineering, 2022, 2022, 1-24. 11 8

Mechanical properties of 7075-t6 aluminium alloy surface hybrid composites synthesised by friction
stir processing. International Journal of Rapid Manufacturing, 2019, 8, 52.

Strength and stiffness characteristics of A3003 aluminum honeycomb core sandwich panels.

Materials Today: Proceedings, 2021, 37, 1140-1145. 18 7

Investigation of Mechanical Behaviour on Composites of Al6063 Alloy with Silicon, Graphite and Fly
Ash. Journal of New Materials for Electrochemical Systems, 2020, 23, 36-39.

Performance Comparison and Critical Finite Element Based Experimental Analysis of Various Forms of

Reinforcement Retaining Structural System. Mathematical Problems in Engineering, 2022, 2022, 1-13. 11 4

Experimental Investigation of Tensile Strength of Fiber Reinforced Polyester by Using Chicken Feather
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Investigation of Mechanical and Durability Properties of Concrete Mixed with Water Exposed to a
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Evaluation of elastic constants of A3003 honeycomb core with varying hexagonal cell geometries

through finite element approach. Proceedings of the Institution of Mechanical Engineers, Part C:
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Review on application of phase change material for BIPV system. Materials Today: Proceedings, 2022, 59,
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Hot corrosion behaviour of constant and pulsed current welded Hastelloy X in .
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Corrosion Zones of Rebar in High-Volume Fly-Ash Concrete through Potentiodynamic Study in
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Investigation on mechanical properties of AA2024/HBN composites prepared by stir casting method.
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Influence of temperature on flat-wise tensile strength of AI3003 honeycomb sandwich panels.
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Performance analysis of compression ignition (Cl) engine using biodiesel. Materials Today:
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50 Humanities and Social Sciences Reviews, 2019, 7, 57-62.
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Performance of air plasma sprayed Cr3C24€“25NiCr and NiCrMoNb coated X8CrNiMoVNb164€“13 alloy
subjected to high temperature corrosion environment. Materials Research Express, 2022, 9, 016520.

Parametric optimization of electrical discharge machining on Al-TiC composites using Grey relational
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