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ARTICLE IF CITATIONS

Investigation of formability of metallic bipolar plates via stamping for light-weight PEM fuel cells.
International Journal of Hydrogen Energy, 2020, 45, 35149-35161.

Determination of optimum ejector operating pressures for anodic recirculation in SOFC systems. 71 2
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Performance evaluation of ejector with different secondary flow directions and geometric
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Tensile deformation behavior of AA5083-H111 at cold and warm temperatures. International Journal of
Materials Research, 2010, 101, 1172-1179.

Warm deformation and fracture behaviour of DP1000 advanced high strength steel. Ironmaking and 01 8
Steelmaking, 2018, 45, 618-625. :

The effects of temperature and strain rate on yielding and springback behaviour of DP1000 dual phase
steel. Materials Research Express, 2019, 6, 026509.

Thickness dependent yielding behavior and formability of AA6082-T6 alloy: experimental observation
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