8

papers

8

all docs

1937685

57 4
citations h-index
8 8
docs citations times ranked

2053705

g-index

50

citing authors



ARTICLE

Analysis of Samples Cleaning Methods Prior to Hydrogen Content Determination in Steel. Metals,
2020, 10, 723.

IF

CITATIONS

Rate effects on the estimation of fracture toughness by small punch tests in hydrogen embrittlement.
Journal of Strain Analysis for Engineering Design, 2019, 54, 390-400.

Application of the small punch test in combination with the master curve approach for the
characterisation of the ductile to brittle transition region. Journal of Nuclear Materials, 2019, 518,
409-418.

1.8

Estimation of the Reference Temperature, TO, by Means of the Small Punch Testing Technique., 2018, , .

Transition Region of Nuclear Vessel Steels: Master Curve Approach Using Small Punch Notched
Specimens. Key Engineering Materials, 2017, 734, 77-86.

European Standard on Small Punch Testing of Metallic Materials. , 2017, , .

Failure Analysis of High Strength Galvanized Bolts Used in Steel Towers. Metals, 2016, 6, 163.

Use of Small Punch Notched Specimens in the Determination of Fracture Toughness., 2008, , .

15




