
Farnoosh Farhad

List of Publications by Year
in descending order

Source: https://exaly.com/author-pdf/8022599/publications.pdf

Version: 2024-02-01

4

papers

36

citations

4

h-index

1937685

4

g-index

2272923

4

all docs

4

docs citations

4

times ranked

40

citing authors



Farnoosh Farhad

2

# Article IF Citations

1
Fatigue of X65 steel in the sour corrosive environmentâ€”A novel experimentation and analysis method
for predicting fatigue crack initiation life from corrosion pits. Fatigue and Fracture of Engineering
Materials and Structures, 2021, 44, 1195-1208.

3.4 12

2 Fatigue behaviour of corrosion pits in X65 steel pipelines. Proceedings of the Institution of
Mechanical Engineers, Part C: Journal of Mechanical Engineering Science, 2019, 233, 1771-1782. 2.1 7

3 Behavior of 316L stainless steel containing corrosion pits under cyclic loading. Materials and
Corrosion - Werkstoffe Und Korrosion, 2019, 70, 2009-2019. 1.5 10

4
Laboratory apparatus for <i>inâ€•situ</i> corrosion fatigue testing and characterisation of fatigue
cracks using Xâ€•ray microâ€•computed tomography. Fatigue and Fracture of Engineering Materials and
Structures, 2018, 41, 2629-2637.

3.4 7


