7

papers

7

all docs

1684188

65 5
citations h-index
7 7
docs citations times ranked

1720034

g-index

81

citing authors



m

ARTICLE IF CITATIONS

A MAqssbauer spectroscopy investigation of h-YbMnO<sub>3</sub>. Journal of Physics Condensed

Matter, 2008, 20, 255213.

Exchange-induced Tm magnetism in multiferroic h-TmMnO3. Journal of Physics Condensed Matter, 18 14
2009, 21, 386001. :

Magnetotransport properties of La0.67Ca0.33Mn0O3 with different grain sizes. Applied Physics A:
Materials Science and Processing, 2009, 95, 457-463.

Sound velocity in perovskite manganites La0.67Ca0.33Mn0O3 with different grain sizes. Physica B: 07 8
Condensed Matter, 2008, 403, 2394-2398. ’

Direct observation of substitutional Ga after ion implantation in Ge by means of extended x-ray
absorption fine structure. Applied Physics Letters, 2012, 101, .

Magnetic order of the rare earth sublattice in h-YbMnO3. Journal of Applied Physics, 2009, 105, 07E110. 2.5 5

A 169Tm-MAqssbauer spectroscopy investigation of orthorhombic phase. Solid State Communications,

2010, 150, 289-291.




