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ARTICLE

Assessing the effect of GGBS content and aggregate characteristics on drying shrinkage of roller

compacted concrete. Construction and Building Materials, 2019, 201, 72-80.

Long-Term Drying Shrinha%e of GGBFS-Incorporated RCC under Various Temperature Exposures.
Journal of Materials in Civil Engineering, 2021, 33, .
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