
The decomposition kinetics of molybdenite in an argon plasma

AICHE Journal

21, 1132-1142

DOI: 10.1002/aic.690210613

Citation Report



Citation Report

2

# Article IF Citations

1 Decomposition of various materials used as electrodes in three-phase alternating current plasma
generator. Journal Physics D: Applied Physics, 1976, 9, L141-L147. 2.8 5

2 Application of magnetic pinch force to arc plasma processes. Journal of Applied Physics, 1976, 47,
4863-4866. 2.5 4

3 Chlorination kinetics of zirconia in an RF chlorine plasma tail flame. AICHE Journal, 1980, 26, 734-743. 3.6 4

4 The Plasma Production of Ferromolybdenum â€” Process Development and Economics. Jom, 1981, 33,
42-46. 1.9 8

5 Plasmas in Extractive Metallurgy. Materials Research Society Symposia Proceedings, 1983, 30, 77. 0.1 6

6 Gasification of coal in the thermal argon plasma.. Journal of Chemical Engineering of Japan, 1985, 18,
414-419. 0.6 4

7 Generation and behavior of fine particles in thermal plasmas?A review. Plasma Chemistry and Plasma
Processing, 1985, 5, 1-37. 2.4 101

8 Developments in Plasma Processes for Extractive Metallurgy. Jom, 1987, 39, 14-17. 1.9 5

9 Lime-scavenged reduction of molybdenite. Minerals Engineering, 1993, 6, 857-871. 4.3 17

10 An investigation of the decomposition of molybdenite in magnetically rotated plasma. Journal of
Materials Processing Technology, 1995, 52, 547-560. 6.3 2

12 Optimizing conditions for hydrometallurgical production of purified molybdenum trioxide from
roasted molybdenite of sarcheshmeh. Minerals Engineering, 2001, 14, 815-820. 4.3 27

13 Carbon-free SiOx films deposited from octamethylcyclotetrasiloxane (OMCTS) by an atmospheric
pressure plasma jet (APPJ). European Physical Journal D, 2009, 54, 211-217. 1.3 32

14 Chemical Applications of Arc Plasma Techniques. The Thermal Decomposition of Molybdenite. Bulletin
Des SociÃ©tÃ©s Chimiques Belges, 1977, 86, 509-521. 0.0 4

15 Effects of the substrate temperature on the deposition of thin SiOx films by atmospheric pressure
microwave plasma torch (TIA). Surface and Coatings Technology, 2011, 205, S335-S341. 4.8 11

16 Molybdenum Metallurgy Review: Hydrometallurgical Routes to Recovery of Molybdenum from Ores
and Mineral Raw Materials. Mineral Processing and Extractive Metallurgy Review, 2015, 36, 145-173. 5.0 78

17 Environmental Benign Process for Production of Molybdenum Metal from Sulphide Based Minerals.
Journal of the Institution of Engineers (India): Series D, 2017, 98, 231-237. 1.0 2

18 Modelling of gas-particles fluid flow and heat transfer in a non-transferred plasma jet. , 1988, ,
827-845. 0

19 Plasma production of ferromolybdenum from molybdenite in the presence of sodium carbonate. , 1990,
, 64-74. 1



3

Citation Report

# Article IF Citations

20
A Sulfur Emission-Free Route for the Synthesis of Mo and Mo2C via Carbothermal Reduction of MoS2.
Metallurgical and Materials Transactions B: Process Metallurgy and Materials Processing Science, 0, ,
1.

2.1 2

21
Preparations of Mo2C or Mixture of Mo2C and Mo by Silicon/Carbon Synergistic Reduction of
Molybdenum Concentrate. Metallurgical and Materials Transactions B: Process Metallurgy and
Materials Processing Science, 0, , .

2.1 0


